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Abstract

The paper will present the results of the experiment in
which the liner implosion was realized by a pressure
pulse shaped by a magnetic opening switch. The current
of the high-current explosive generator flows through
the ring element of the magnetic opening switch during
the time of 430 pstill it risesto 10 MA. The diameter of
the copper ring element was 100 mm, length along the
axiswas 15 mm, and its thicknesswas 1.2 mm. Thering
element was connected to the current-conducting
electrodes by the bridges only 0.2 mm thick. Under the
effect of magnetic pressure from the flowing ultra-high
current the ring element expands in the radial direction.
Thin bridges 0.2 mm thick are easily cut in the
beginning of the element expansion, and then the ring
element is only in dliding contact with the electrodes.
Having run the distance of 14 mm, the ring element
slides off the current-conducting electrodes. Separation
of the ring element happened 30 ps prior to the
explosive high-current generator operation completion
and prior to reaching the maximum current in it. At the
moment of separation the rate of the ring element radial
expansion was 1,5 mm/us. A volumetric arc appears in
the gap between the ring element and the current-
conducting electrodes. Under the effect of magnetic
pressure of ~ 10° Pa the magnetized plasma spreads into
a toroidal cavity of the coaxial above the imploding
cylindrical liner.

The peak current in the high-current explosive
generator was 19 MA. The amplitude of current in the
toroidal cavity of the coaxial above the imploding liner
generated after the separation of the opening magnetic
switch’ ring element from the electrodes was 18 MA,
the time of current rise from 4 MA to 18 MA in the
coaxial above the liner was 8 ps. The auminum liner
initial diameter was 100 mm, the wall thickness was 1
mm. The radial rate of the liner implosion was 6.2 km/s.

The analysis demonstrates that the liner acceleration
was provided by a combined action of gaskinetic and
magnetic pressure of magnetized plasma.

The advantage of the magnetic opening switch is its
design simplicity, and also the fact that the pressure
pulse shaping is not accompanied by the high-current
generator current interruption but is realized by a
continuous travel of the conducting medium towards the
liner. This increases the efficiency of energy usage for
liner implosion. The disadvantage is that as the liner
radius decreases the pressure in it increases less than in
case of direct current transfer to the liner.
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In the experiment considered the toroidal cavity of the
coaxial above the liner was not vacuumized. The liner
implosion rate may be higher in case the cavity is
vacuumized and in case the ring element dide-off
moment in the magnetic opening switch is delayed
towards the moment of peak current in the high-current
generator.

1. Introduction

High-speed liner implosion is one of the main
techniques to achieve the substance conditions with
high energy densities, pressure and temperature. LANL
and VNIIEF have explored the implosion of solid
cylindrical liners with a velocity up to 12 km/s at the
current amplitude higher than 30 MA. The ultra-high
current in the experiments was provided by a disk
explosive magnetic generator /1/ and by means of high-
power capacitor facility.

To ensure high speed of liner implosion it is necessary
that the pressure rise front was short, corresponding to
the time of liner implosion from the given initia radius
towards the axis. With that purpose in view in those
experiments /1/ the electrically exploded foil opening
switch, switching the current to the liner load at a 3-4 ns
rise front, was used together with DEMG.

This paper will investigate not only a solid liner load
but also the magnetic opening switch earlier considered
in /2,3/. The known disadvantage of this switch, that is
the appearance of some amount of metal vapors when
opening the circuit and their transfer to the load region
/3/, may turn out to be not really essential in case of a
solid liner. A distinctive feature of the presented
experiment is that it was conducted under condition of
atmospheric pressure in the switch cavity and the load.

II. Experimental assembly.

The experimental assembly is shown in Fig.1. The
construction diagram of the assembly is shown in Fig.2.

The assembly includes a system of energy
accumulation and generation, and a liner load. The
energy generation system has three successive steps of
energy generation. Thefirst step is the capacitor facility.
The second and third steps are the helica explosive
magnetic generator (HEMG) and a four-module high-
speed explosive magnetic generator (EMG),and their
current and energy gain principle is based on a



Form Approved

Report Documentation Page OMB No. 0704-0188

Public reporting burden for the collection of information is estimated to average 1 hour per response, including the time for reviewing instructions, searching existing data sources, gathering and
maintaining the data needed, and completing and reviewing the collection of information. Send comments regarding this burden estimate or any other aspect of this collection of information,
including suggestions for reducing this burden, to Washington Headquarters Services, Directorate for Information Operations and Reports, 1215 Jefferson Davis Highway, Suite 1204, Arlington
VA 22202-4302. Respondents should be aware that notwithstanding any other provision of law, no person shall be subject to a penalty for failing to comply with a collection of information if it
does not display a currently valid OMB control number.

1. REPORT DATE 2. REPORT TYPE 3. DATES COVERED
JUN 2003 N/A -
4. TITLE AND SUBTITLE 5a. CONTRACT NUMBER

Magnetic Opening Switch Shaping The Pressure Pulse For Highspeed £b. GRANT NUMBER

Liner Implosion By High-Current Explosive Generator
5c. PROGRAM ELEMENT NUMBER

6. AUTHOR(S) 5d. PROJECT NUMBER

5e. TASK NUMBER

5f. WORK UNIT NUMBER

7. PERFORMING ORGANIZATION NAME(S) AND ADDRESS(ES) 8. PERFORMING ORGANIZATION
All-Russia Resear ch Ingtitute of Experimental Physics 607190 Sarov, REPORT NUMBER
Nizhny Novgorod Region, Russia

9. SPONSORING/MONITORING AGENCY NAME(S) AND ADDRESS(ES) 10. SPONSOR/MONITOR’'S ACRONY M(S)

11. SPONSOR/MONITOR'S REPORT
NUMBER(S)

12. DISTRIBUTION/AVAILABILITY STATEMENT
Approved for public release, distribution unlimited

13. SUPPLEMENTARY NOTES

See also ADM002371. 2013 | EEE Pulsed Power Conference, Digest of Technical Papers 1976-2013, and
Abstracts of the 2013 | EEE International Conference on Plasma Science. | EEE International Pulsed Power
Conference (19th). Held in San Francisco, CA on 16-21 June 2013. U.S. Government or Federal Purpose
RightsLicense, Theoriginal document contains color images.

14. ABSTRACT

The paper will present the results of the experiment in which theliner implosion wasrealized by a pressure
pulse shaped by a magnetic opening switch. The current of the high-current explosive generator flows
through the ring element of the magnetic opening switch during thetime of 430 istill it risesto 10 MA. The
diameter of the copper ring element was 100 mm, length along the axiswas 15 mm, and itsthickness was
1.2 mm. Thering element was connected to the current-conducting electr odes by the bridges only 0.2 mm
thick. Under the effect of magnetic pressure from the flowing ultra-high current thering element expands
in theradial direction. Thin bridges 0.2 mm thick are easily cut in the beginning of the element expansion,
and then thering element isonly in dliding contact with the electr odes. Having run the distance of 14 mm,
thering element dlides off the current-conducting electrodes. Separ ation of the ring element happened 30 is
prior to the explosive high-current generator operation completion and prior to reaching the maximum
current in it. At the moment of separation therate of thering element radial expansion was 1,5 mm/is. A
volumetric arc appearsin the gap between thering element and the currentconducting electrodes. Under
the effect of magnetic pressur e of ~ 109 Pa the magnetized plasma spreadsinto a toroidal cavity of the
coaxial abovetheimploding cylindrical liner.

15. SUBJECT TERMS




16. SECURITY CLASSIFICATION OF:

a. REPORT
unclassified

b. ABSTRACT
unclassified

c. THISPAGE
unclassified

17. LIMITATION OF
ABSTRACT

SAR

18. NUMBER
OF PAGES

4

19a. NAME OF
RESPONSIBLE PERSON

Standard Form 298 (Rev. 8-98)
Prescribed by ANSI Std Z39-18



compression of the inductive circuit with magnetic flux
by the products of explosive (HE) detonation.

Figure 2. Scheme of experimenta assembly and
probes layout in the liner load

The diameter of the current circuit of a high-speed
EMG is equa to 300 mm, the width of the current
circuit is 360 mm. The diameter of HE in the modul€e’'s
inner tube, expanded by explosion, is 152 mm.
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The operation of the explosive magnetic system of
energy generation was described in/4/.

The liner load contains two current circuits. From
EMG the current flows first through the primary
accumulating circuit of the load consisting of the input
current collector 4, load’ central conductor 5 of 90 mm
in diameter, movable ring element 6 of the magnetic
opening switch, and the output current collector 7. A
movable ring element 6 is an outer conductor of the
primary circuit. The ring element diameter is 100 mm,
height is 14 mm and the wall thickness is 1,1 mm.
Under the effect of magnetic pressure the ring element
expands outwards in a radial direction from the axis.
Due to a step on the inner surface of the conductor the
thickness of bridges, connecting the movable ring
element with the conductor part of bigger thickness, was
decreased to 0,4 mm. In the beginning of the ring
element motion the thin bridges are easily cut off and
the ring element has a dliding contact with the edge
parts of the outer conductor of the EMG load circuit.
Having passed 12 mm, the ring element separates from
the edge parts of the conductor and an annular dot is
formed in the primary accumulating circuit.

The secondary circuit of the EMG load includes a
cylindrical liner 9 which is paralleled to a movable ring
element of the magnetic opening switch by means of
case 10.

It should be mentioned that a secondary circuit of the
EMG load does not contain a closing switch. As the
resistance of the closed magnetic opening switch is very
small, then the current practically should not appear in
the secondary circuit prior to separation of the ring
element of the magnetic opening switch. The current
and pressure on liner 9 should increase effectively only
after the separation of the ring element and the
appearance of a glot in external conductor 6 of the
primary circuit.

I11. Experimental results

The probes layout in the load is shown in Fig.2.

B-dot probes are in positions 11, 12, 13 and their
signals are proportional to a derivative of magnetic field
in these points. The current as a function of time in the
primary and secondary circuits was calculated by means
of graphical integration of signals from B-dots in the
corresponding positions.

To record the displacement of the ring element of the
magnetic opening switch and of the cylindrica liner,
three types of probes were used. Three fibers with the
open ends, spread evenly on the circumference, are
directed at the ring element of the magnetic switch on
the side of position 12. They record the appearance of
electric arc glow occurring at the moment of ring
element 6 separation from the current-conducting parts
of the primary current circuit.

A displacement of the liner was recorded by the
impact-type fiber pins positioned on the steps of the
conic insert 15, and by an open fiber directed along the
axis. The impact-type fiber pins produced flashes
occurring during air compression in the intentionally
closed regions made on the steps of the conic insert14.



The flashes were transferred through the fibers from the
pins to the high-speed photorecorder.

The plate with edges was inclined so that all the fibers
could be in the photorecorder image

Figura 3. The image of signals from the fiber pins
recording the motion of the liner and of the magnetic
switch® ring element (taken by a high-speed
photorecorder)

The image of the high-speed photorecorder is shown
in Fig. 3. The flashes of group A are the reference time
markers (460 ). The flashes of group B are the record
of the arc glow occurring at a separation of the ring
element. The flashes of group C are the record of air
glow on the steps of the conic insert14 and on the liner
axis.

The motion of the magnetic switch’ ring element and
of the liner was additionally recorded by the contact
probes having a specia scheme generating signals
recorded by oscilloscope. Besides that the displacement
of the ring element was controlled due to the B-dot
probe (position 12) signal leap caused by the ring
element impact on the probe.
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Figure 4. Comparison of current as a function of time
in the storage circuit (1,), current in the liner circuit (1),
radius (r) and velocity (v) of theimploding liner

Fig. 4 shows the time dependant current in the

primary storing circuit of the load before the magnetic
opening switch obtained after processing the signal
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from probe in position 11, and the current in the liner
circuit obtained after processing the signal from probe
in position 13.

The current value in the primary circuit was 19 MA,
the total rise time was 435 ns, the current rise
derivative at the final rise section was 1,7¢10'? /s,

The current in the liner circuit was 18,5 MA, the
current rise derivative was 4* 10'2? /s,

The time moments 494 ns and 495,6 ns of the liner
radius reduction to 15 mm and 5 mm taken from the
high-speed photorecorder image and the measured
moment 496,4 ns of the liner implosion to the axis, as
well as the moments 496 ns and 478 ns of the magnetic
switch’ ring element expansion up to the radii of 62 mm
and 72 mm respectively, are given in Fig.5 and are
compared with the time dependant current I, in the
primary storage circuit (pos.ll Fig.2) before the
magnetic switch and the current |, in the secondary
circuit outside the liner (pos.13 Fig.2).

The radial velocity of the ring element expansion was
1.45 km/s. Time moment 496 ns, when the ring element
passes the radius of 62 mm, corresponds to a separation
of the ring element from the current-carrying sections
and formation of agap in the primary storage circuit.

The gap was formed in the primary circuit at the
current of 11 MA in this circuit, 31nms before reaching
the maximum current of 19 MA.

To analyze the data on solid liner implosion one
should take into account the effect of plasma electric arc
occurring in the coaxial cavity of the current circuit of
solid liner after the primary storage circuit is broken by
the magnetic switch.

In quasi-static approximation the current passage
through plasma results in the appearance of gasdynamic
pressure gradient.

N?2=ng j-H (1)

Taking that j=rot H and integrating across the length
of the coaxial cavity of the liner current circuit one gets
the following expression for plasma gasdynamic
pressure on the liner.

IT,
2=—2 (2?5 )
where ? 1 is magnetic field by the magnetic switch, ? »
is magnetic field above the liner.

Full pressure on the liner ?S was equal to a sum of
gasdynamic pressure and magnetic pressure of plasma
on liner. Taking into account (2) we get the expression:

1f
?2S= 70 2.2 ©)

which shows that in the taken approximation the full
pressure on the liner is equal to magnetic pressure near
the magnetic switch.

Expressing ?; through current 1, in the primary
storage circuit, the full pressure on the liner will be
written as:

2S=my1,%8p*?, (4)

where r is the radius of coaxia cavity of the liner
current circuit. It should be mentioned that in the
experimental assembly the radius of the ring element in



the magnetic switch and the initial radius of the liner
were equal and were 50 mm.

The radius and velocity of the solid liner as a function
of time, that were calculated with the help of
expression (4) using the observed dependence of current
I;, are presented by curves 4 and 5 in Fig.5. Closeness
between the experimentally obtained points and the
above-mentioned curves confirms that in the
experimental assembly the magnitude of pressure
formed on the solid liner appeared to be close to the
magnitude of magnetic pressure in the primary storage
circuit.

V. Conclusion

A combination of a high-current generator, a magnetic
opening switch and a solid liner proves to be effective.

The magnetic opening switch, when closed, has a
very low resistance. This alows getting the current
amplitude from the high-current generator that is close
to the maximum possible amplitude for the applied
high-current generator.

The interrelation between the time and current in the
storage circuit before the magnetic opening switch and
in the solid liner circuit and the data on the liner motion
demonstrated that the pressure in the liner current
circuit cavity is generated by an integrated action of
magnetic pressure and gasdynamic plasma pressure of
the arc occurring at the opening of magnetic switch.

Herewith, the magnitude of the integrated action on
the liner is close to the magnitude of magnetic pressure
in the circuit before the magnetic switch. That's why it
is important to form high magnetic fields and current
densities on the magnetic opening switch prior to its
opening.

Note that the liner velocity could be higher if the
moment of magnetic switch opening were shifted closer
to the moment of current maximum in the storage
circuit of the high-current generator, and the technical
vacuum were created in the liner current circuit cavity.
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